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BIODEGRADACION DEL PLASTICO

¢, Qué es BioSphere?

Aditivo que al aplicarse al proceso de

extrusion de cualquier material plastico,

le otorga propiedades organicas al

mismo, para que una vez desechado,

los microorganismos puedan generar

~una accion enzimatica sobre Ia

-~ estructura y de esta forma poder

Ingresar a la cadena de carbonos a

consumirla; iniciando asi el proceso de
biodegradacion.
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¢ Por qué
BIOSPHERE ?

D

 Porque es el aditivo mas avanzado del
mundo en acelerar la Biodegradacion del
plastico.

« Este aditivo es comida para los
microrganismos que viven en ambientes
como rellenos sanitarios, vertederos, rios
y mares, entre otros, facilitandoles su
ingesta y digestion.
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| planeta lo necesita !
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Certificate of BioSphere Additive

This is to certify the following verification of technical specifications and performance of biodegradation when utilizing the BioSphere Plastic Additive.

Products that are made with the BioSphere Plastic Additive comply with the 1SO 14021:1999 “Environmental labels and declarations” under the definition of
“Biodegradable”.

Plastic products made with BioSphere Plastic Additive biodegrade in accordance with the following testing methods:

ASTM D5511 and ISO DIS 15985 “Anaerobic biodegradation of plastic materials under high solids environments”

ASTM D5526-12 “Test method for determining Anaerobic Biodegradation of plastic materials under accelerated landfill conditions”
ASTM D5338 “Aerobic biodegradation of plastic materials”

BioSphere Plastic additive is Generally Regarded as Safe according to the FDA's testing specifications set out in 21 CFR 177.1630 and 21 CFR 177.1520.
BioSphere Plastic has conducted testing to show it's product completely breaks down in accordance with the EPA Method 8015.

BioSphere Plastic is in compliance with the EU Directive 94/62/EC Directive on “Packaging and Packaging Waste” and complies with the
following plastic directives “Directive 89/109/EEC” and “Directive 2002/72/EC".

Rob Huegli 1
President, BioSphere Plastic, LLC 1S Food and Drug Amiiration m:.".!,!m
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Caracteristicas

* Probado bajo normas ASTM actualizadas en laboratorios de Estados Unidos y la India ,
con presencia en mas de 30 paises.

» Certificacion FDA
* No programa la vida util de su inventario como sucede con la tecnologia Oxo-degradable.

* No incrementa de manera significativa el costo del producto. Se aplica solo el 1% como
masterbatch.

* Funciona en la mayoria de resinas mayores que conocemos y procesamos en el mercado
nacional: PS, HDPE, LDPE, PETE, PP.

» El proceso de biodegradacion iniciara solo cuando el producto llegue a relleno sanitario,
vertedero, rio, mar o un ambiente con alto contenido de solidos y humedad. El proceso de
biodegradacion tardara entre 1 a 5 aflos en atmosfera aerobia y anaerobia, incluso en la
combinacion de las dos.

* No requiere de cambios en maquinaria o procesos para introducir el aditivo, asi como no
afecta las propiedades mecanicas ni visuales del producto final.

* Los andlisis de laboratorio se miden en emision de metano o diéxido de carbono, lo que
demuestra un proceso digestivo de los microorganismos en el inoculo.
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ASTM Probadas

« Db5511: Test estandar de biodegradacion anaerdbica de materiales plasticos en alta
presencia de solidos. Ej. Rellenos sanitarios.

« Db5526: Método estandar para medir la biodegradacion anaerobica de materiales
plasticos en condiciones aceleradas de vertedero.

« Db5338: Prueba estandar para determinar la biodegradacion aerébica de materiales
plasticos sometidos a condiciones de compostaje controladas.

« ISO 14021:1999: Etiquetas y declaraciones ambientales bajo la palabra
“Biodegradable”
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To: BioSphere
Date: March 22, 2016

From: Thomas Poth
Mumber of pages including cover: 1

Regarding: ASTM D 5511-11 test update for White Bags LDPE- B56 days

2111 Menaul NE, Suite A o
Albuquerque, NM 87107 White Bags
T 505.508.3994 Inculum | MNegative | Positive LDPE
M 505.550.9316 Cumulative Gas Volume {mL) 2375.4 2289.0| 11198.1| 14608.4
thomas. poth@edenresearchlab.com — “porcant GH, (%) 44.2 416 418 53.9
Volume CHa (mL) 1049.1 951.4 4678.3 7877.8
Mass CHa(g) 0.75 0.68 3.34 5.63
Percent COz (%) 40.3 38.8 41.9 35.5
Volume CO2 (mL) 957.7 887.9 4690.2 5186.1
Mass COz(g) 1.88 1.74 9.21 10.19
Sample Mass (g) 1,000 10 10 8.0
Theoretical Sample Mass (g) 0.0 B.6 4.4 6.9
Biodegraded Mass (g) 1.08 0.99 5.02 7.00
Percent Biodegraded (%) -1.0 89.2 86.4
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« La norma Colombiana obliga las
bolsas plasticas a biodegraderse
de un 50% en 361 dias.

laboratorio « BYCSA envi6 una muestra de
plastico de polietileno a EDEN
RESERACH LAB y al momento la
prueba parcial de 203 dias y ha
biodegradado 44.9%




To: Biosphere

Date: January 17, 2019

From: Thomas Poth

Eden Research Laboratory

Mumber of pages including cover: 2

Regarding: D7475 Biosphere Samplas (203 days)

Jpdate

1845 - | 1846 -

High - | High -

PE PE with
Standar | BisSphe

5412 Princeton NE. Suite E Inculum | Negative | Positive d re

Albugueraue, NM 87107 Percent Solid 35 35
T 505.508.3004 Cumulative Atmos 1.29 1.59 7.28 1.7 9.22
M 505 550.0316 Cumulative Gas Volume (mL) 1994.4| 2458.6| 11244.4| 1810.8| 14241.3
thomas. poth@edsnresearchlab. Percent CHa4 (%) 19.5 38.1 14.7 32.5 32.2
com Volume CHs (mL) 387.9 936.7| 1652.2 587.9| 4583.9
Mass CHas(g) 0.28 0.67 1.18 0.42 3.27
Percent CO:z (%) 63.7 45.6 57.1 48.2 49.3
Volume COz (mL) 1270.2| 1121.7| 6415.6 gr2.7| 70145
Mass CO:(g) 2.50 2.20 12.60 1.71 13.78
Sample Mass (g) 10 10 10 17.0 17.0
Theoretical Sample Mass (g) 0.0 8.6 4.2 14.6 14.6

Biodegraded Mass (g) 0.89 1.10 4.32 0.78 6.21
Percent Biodegraded (%) 2.5 814 -0.7 36.6

* Adjusted Percent

Biodegraded (%) 3.1 100.0 -0.9 44.9




¢.Se unen al cambio ?

Sphere

changing the way of life



